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 L65-n3-p40-c 40 221 216 170  L65-n5-p40-c 40 255 250 165

 L65-n3-p60-c 60 237 237 181  L65-n5-p60-c 60 264 265 172

 L75-n3-p40-c 37.5 238 234 187  L75-n5-p40-c 37.5 268 253 197

 L75-n3-p40-ce 44 279 291 190  L75-n5-p40-ce 44 302 304 200

 L75-n3-p60-c 37.5 259 265 190  L75-n5-p60-c 37.5 284 286 205

 L75-n3-p60-ce 44 290 308 187  L75-n5-p60-ce 44 311 315 204

 L75-n3-p120-c 37.5 281 310 192  L75-n5-p120-c 37.5 300 321 207

 L75-n3-p120-ce 44 302 322 195  L75-n5-p120-ce 44 319 329 210

 L90-n3-p50-c 45 369 339 265  L90-n5-p50-c 45 415 367 284

 L90-n3-p50-ce 53 430 416 267  L90-n5-p50-ce 53 466 433 290

 L90-n3-p70-c 45 396 374 275  L90-n5-p70-c 45 435 406 295

 L90-n3-p70-ce 53 444 441 271  L90-n5-p70-ce 53 476 453 293

 L90-n3-p140-c 45 429 435 264  L90-n5-p140-c 45 460 450 304

 L90-n3-p140-ce 53 462 456 270  L90-n5-p140-ce 53 490 465 301
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